
 

 
 

 

 

CERTIFICTE OF ANALYSIS 
 

ULR No. TC0998025000000285F 

 
Proximate Analysis 
 

Sl No. Sample Id 
Air Dried Basis 

 
M% Ash% VM% GCV (Kcal/Kg) 

1 ST/09/09/2025 6.11 47.03 19.77 3255 
 

Method of testing 
 

IS 1350 (Part I):  2025 
 

IS 1350 (Part II): 
2 022 

 
 
Issued by Talabira Coal Testing Laboratory (TCTL) 
 
 
 
 
 
 
 
 
 
Prepared by                Authorized Signatory  
(Chemist)     (Vishal Aloni) 
 
Note:  This result related to the particular sample tested. The result applies to the sample as received. 
Report shall not be reproduced, unless in full, without consent of the laboratory. Sample description is 
given by the customer. Sample are not drawn by us unless otherwise stated. 
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-------------------------------------------------------End of Report--------------------------------------------------------  
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Sample Check & Receive By Shuvashish Raj 
Any Specific Information Sample size -212 um, 
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