
Certificate Of Analysis
ULR No.: TC99802610000020F

Customer Name :
MINE MANAGER TALABIRA II & III OCP

Report No. 5426342442

Customer Ref / Date 25/04/2026

Description of the Sample SOLID FUEL

No. Of The Sample 1/1

Date of Issue Certificate 4/25/2026

Date Of Sample Receipt 24/04/2026

Date Of Sample Testing 25/04/2026 - 25/04/2026

Sample Check & Receive By SUVASHISH RAJ

Any Specific Information hjkfeag3i

Proximate Analysis

Sr. No. Sample Id
Air Dried Basis

MOISTURE% ASH% VM% GCV K.Cal/kg

1 S3035 4.17 46.89 19.92 3421

Method Of Testing IS:1350

Issued By Talabira Coal Testing Laboratory (TCTL)

Prepared By
(Chemist)

Authorized Signatory

Note: This result related to the particular sample tested. The result applies to the sample as received. Report shall not be reproduced, unless in full, without consent of the
laboratory. Sample description is given by the customer. Sample are not drawn by us unless otherwise stated.

------------------------------------------------------------------------------------------------------End of Report-----------------------------------------------------------------------------------------------------
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